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Nano-curcumin incorporated polyethersulfone membranes for enhanced
anti-biofouling in treatment of sewage plant effluent
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A B S T R A C T

Biofouling is a severe problem in membrane systems which hampers their broad applications because it requires
regular chemical cleaning, reduces membrane life, and also decreases product quality. In this study, nano-
curcumin (CCM) was prepared by sonication-assisted wet-milling technique and then incorporated in poly-
ethersulfone (PES) membrane to enhance the anti-biofouling property. TEM analysis of the curcumin showed
that nanomaterials are spherical. FTIR studies confirmed that the presence of CCM nanomaterial in PES mem-
brane. Zone inhibition studies revealed that PES/CCM nanocomposite membranes exhibited the better anti-
biofouling propensity against Escherichia coli and Pseudomonas aeruginosa. Static adhesion studies also showed
that PES/CCM nanocomposite membranes prevented the attachment and proliferation of E. coli cells. Also, PES/
2 wt% CCM nanocomposite membrane had a high thermal degradation temperature of 575.62 °C and tensile
strength of 1.87MPa. Moreover, addition of CCM nanomaterial in casting solution altered the membrane
morphology and hydrophilicity. Further, pure water flux was increased up to 64.48 L·m−2·h−1 for PES/2 wt%
CCM nanocomposite membrane. Filtration of raw sewage treatment plant effluent was also carried out. The
incorporation of curcumin in membranes was effectively improved the antifouling tendency without compro-
mised affecting the chemical oxygen demand reduction. This study highlights the anti-biofouling potential of
CCM incorporated PES nanocomposite membranes, which could be utilized for various filtration applications.

1. Introduction

Biofouling is defined as the undesirable attachment and growth of
the microorganisms on the membrane surface, and attached micro-
organisms produce the biopolymer matrix, i.e. biofilm. Biofouling
causes pore blocking and formation of a cake layer on the membrane
surface and then leads to decrease in membrane performance. It re-
quires adequate cleaning, which increases the operational and main-
tenance cost of the membrane process as well as, reduces the lifespan of
the membranes [1–3]. Recent research was focused on fabricating the
novel membranes to enhance the membrane selectivity and mitigate the
biofouling.
In this study, polyethersulfone (PES) was used for membrane

synthesis owing to its high mechanical and thermal stability properties
[4,5]. It also possesses the better chemical stability and film-forming
properties [6]. However, PES membranes tend organic fouling and
biofouling due to their undesired hydrophobic property [7,8]. Thus,
various modification techniques such as coating [9], grafting [10,11],
blending [12,13] etc. were developed to overcome the fouling. Among
the modification techniques, blending is a facile method, and it is

widely preferred [14,15].
To prevent the biofouling, antimicrobial nanomaterials such as

graphene oxide (GO), silver (Ag), hydrous manganese dioxide (HMO)
and titanium dioxide (TiO2) were directly incorporated into the mem-
brane matrix [12,16–18]. M Zhang et al. [12] fabricated bio-Ag0/PES
nanocomposite membranes and reported that excellent antibacterial
property. Duan et al. [19] fabricated graphene immobilized enzyme/
polyethersulfone mixed matrix membrane for enhanced anti-bacterial
properties. Nowadays, natural products or derivatives of natural com-
pounds were used as biofouling preventers, and they were listed in
Table 1. In this study, we focused on the utilization of the commercially
available natural compound curcumin as an antibiofouling enhancer.
Curcumin (diferuloylmethane), isolated from the rhizome, Curcuma

longa Linn, has broad pharmacological properties such as antioxidant,
antitumor, anti-inflammatory, antibacterial, antiviral and anticoagulant
activities [29–32]. Curcumin has extensive anti-biofilm properties
against the Gram-positive microorganisms such as Staphylococcus aureus
[33], Pseudomonas aeruginosa [34] and uropathogens [35]. Curcumin
has also been used to fabricate the antimicrobial polymers [36,37],
polymer blend films [38], nanofibers [39,40] for various biomedical
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Reduction of chemical oxygen demand and color from the rice mill wastewater
by chitosan/2(5H)-furanone-incorporated ultrafiltration membrane system
Sathish Kumar Ramachandran and Arthanareeswaran Gangasalam

Membrane Research Laboratory, Department of Chemical Engineering, National Institute of Technology, Tiruchirappalli, India

ABSTRACT
Improper disposal of high organic load rice mill effluent may cause adverse impact to the
environment. In the present study, we fabricated anti-biofouling polyethersulfone (PES) mem-
brane by incorporating chitosan (CH) and 2(5H)-furanone loaded chitosan (FCH) nanoparticles for
the effective treatment of rice mill effluent. As prepared, membranes were characterized by
Fourier transform infrared spectroscopy, scanning electron microscope, and atomic force micro-
scopy. Membrane performance was evaluated by rice mill effluent filtration studies. PES/1.5 wt.%
FCH membrane showed the higher flux rate with lesser fouling reduction ratio of 32%, chemical
oxygen demand rejection of 63%, and color reduction of 67%. Moreover, it exhibited the better
anti-biofouling resistance than the neat PES membrane.

Abbreviations: CH: Chitosan nanoparticles; FCH: Furanone loaded chitosan nanoparticles; COD:
Chemical oxygen demand; DMSO: Dimethyl sulfoxide; PES: Polyethersulfone; QSI: Quorum sensing
inhibition; PVC: Polyvinyl chloride; BSA: Bovine serum albumin; TPP: Sodium tripolyphosphate;
NMP: N-methyl pyrrolidone; MA: MacConkey agar; HA: Humic acid; OD: Optical density; TEM:
Transmission electron microscopy; NIPS: Non-solvent induced phase separation; FESEM: Field
emission scanning electron microscope; AFM: Atomic force microscopy; PWF: Pure water flux
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Introduction

Rice is an essential food, and it is consumed by more
than a third of the world’s population.[1] Rice milling is
a practice of removing the husk from the rice paddy.
Parboiling process is the most common method to
remove the husk from the rice paddy in rice milling
industries. Parboiling process requires large quantities
of water for soaking the paddy and generates 1–1.2 l of
wastewater per unit weight (kg) of paddy.[2] Rice mill
effluent contains a high concentration of organic and
inorganic substances.[3,4] Discharge of rice mill effluent
into soil or water bodies on a continuous basis causes
an adverse impact on the ecosystem. Therefore, ade-
quate treatment is needed to fulfill the stringent envir-
onmental regulations and prevent the environmental
pollution.
Nowadays, membrane filtration systems were widely

used for wastewater treatment owing to their advantages
such as energy-efficient and easy to scale up.[5] Among the
various polymeric materials, polyethersulfone (PES) is the
well-renowned polymer for the fabrication of microfiltra-
tion and ultrafiltration membranes due to its excellent

chemical resistance property, thermal stability, and high
mechanical strength.[6] However, the hydrophobicity of
the PESmembrane is usually susceptible to fouling, which
can reduce the productivity and also shorten the lifespan
of the membrane.[7] Fouling is caused by the undesired
deposition of organic matters, inorganic particles, salts,
and colloids and also by biological growth. Among other
fouling, biofouling is a severe problem for the membrane
systems, and it is complicated to clean because of the
microorganisms’ self-replicating nature.[8]

In general, membrane modifications are highly pro-
nounced to enhance hydrophilicity, as well as to endow
antimicrobial property to the polymeric membranes.[8–14]

Recent studies also reported that quorum sensing inhibi-
tion (QSI) received the considerable attention and QSI
inhibitors such as garlic extract, ginger extract, vanillin,
Piper betle extract, furanone derivatives, etc. can effectively
mitigate the biofouling on the membrane surface.[15–21]

Among them, 2(5H)-furanone was broadly utilized as
a QS inhibitor owing to its broad spectrum of antimicro-
bial and antifungal property.[22–24] It has a QS inhibition
activity against gram-negative bacteria such asAeromonas
hydrophila,[24] Chromobacterium violaceum,[25] and

CONTACT Arthanareeswaran Gangasalam arthanaree10@yahoo.com Membrane Research Laboratory, Department of Chemical Engineering,
National Institute of Technology, Tiruchirappalli 620015, India.
Color versions of one or more of the figures in the article can be found online at www.tandfonline.com/lsst.
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a b s t r a c t 

The increasing incidence of accumulation of microorganisms on polymeric membrane surfaces has moti- 
vated the present study to develop novel biofouling resistant membranes. Hydrophilic and quorum sens- 
ing inhibition properties of vanillin (4-hydroxy-3-methoxybenzaldehyde) have propelled the current in- 
vestigation of employing it as a modifier for the fabrication of fouling resistant polyethersulfone (PES) 
membrane. The concentration of vanillin varied from 0.5 to 2 wt. % and N -methyl-2-pyrrolidone (NMP) 
was used as solvent. ATR-FTIR and thermogravimetry analysis showed that vanillin had a good com- 
patibility with the PES membrane. The contact angle value of the neat PES membrane was 74.3 ° and 
it decreased up to 61.5 ° for 2 wt. % vanillin incorporated PES membrane. Moreover, the water flux also 
significantly improved up to 27.41 × 10 −6 L/m 2 s kPa. Antifouling propensity of the prepared membranes 
was evaluated by protein static adsorption and filtration of alginic acid solution. Among the membranes, 
PES (98 wt. %)/vanillin (2 wt. %) membrane exhibited the lowest flux reduction ratio of 26%. In addi- 
tion, antibiofouling property of the membranes was assessed by disk diffusion assay technique and it 
showed that PES (98 wt. %)/vanillin (2 wt. %) membrane displayed the higher inhibition zone value of 
3.10 ±0.21 mm and 2.60 ±0.18 mm for E. coli and P. aeruginosa respectively. 

© 2017 Taiwan Institute of Chemical Engineers. Published by Elsevier B.V. All rights reserved. 

1. Introduction 

In recent decades, membrane systems have received consider- 
able attention in water treatment, desalination of seawater and 
wastewater reclamation to meet the stringent environmental reg- 
ulation, potable water demand [1] . In addition, membrane sys- 
tems have advantages such as energy efficiency and easy scaling 
up. However, membrane systems confront the challenge of fouling. 
Fouling is caused by accumulation of organic materials (organic 
fouling), deposition of clay and silt (colloidal fouling) and also due 
to biomolecules (extracellular polymeric substances) secreted by 
bacteria and which lead to adherence and consequent growth of 
microorganisms on the membrane surface (biofouling) [2,3] . Foul- 
ing shortens the lifetime as well as productivity of the membrane 
systems and also increases the maintenance cost [3] . Under these 
circumstances, membrane modifications were widely pronounced 
to mitigate fouling. Among the various modification techniques, 

∗ Corresponding author. 
E-mail address: arthanaree10@yahoo.com (A. G.). 

blending is commonly used to fabricate membranes with desired 
properties in an efficient manner [4] . 
Literature studies reveal that hydrophilic polymers [5] , inor- 

ganic salts [6] , hydrophilic nanomaterials [7–11] , and hydrophilic 
monomers [12] were blended with the base polymer to enhance 
hydrophilicity, selectivity of the membranes and also to minimize 
the fouling [6] . However, biofouling still remains as a major obsta- 
cle for the wide usage of membrane systems. Hence, the important 
aspect of controlling biofouling represents one of the most persis- 
tent challenges in membrane systems [13,14] . Biofouling is in gen- 
eral initiated through the following steps. (a) Attachment of bac- 
teria to the membrane surface, (b) Communication between bacte- 
ria, i.e . quorum sensing (QS) leading to colony /biofilm formations 
[15] . In biofilms, bacterial colonies are enclosed by extracellular 
polymeric substances (EPS). EPS are mainly composed of polymeric 
compounds, proteins and polysaccharides and are also referred as 
major foulants in membrane operations [16] . 
Plant extracts from piper betle [17] and Vanilla planifolia 

[18] and natural products like 2(5H)-Furanone have been reported 
to prevent biofouling on membrane surfaces [19] . These natu- 
ral compounds inhibit quorum sensing and reduce the formation 
of biofilms.(ref) Vanillin is a plant derivative and a well-known 

http://dx.doi.org/10.1016/j.jtice.2017.01.012 
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a b s t r a c t

In this study, xanthan gum (XA) was used as a hydrophilic biopolymer additive for the modification of
polyethersulfone (PES) membrane to removal of humic acid (HA). The membranes are prepared using
phase inversion technique and the concentration of XA was varied from 0.5 to 1.5 wt%. The prepared
membranes are characterized as a function of hydrophilicity, equilibrium water content (EWC), porosity
studies and functional group analysis. Membrane surface and cross-sectional morphology was studied
using scanning electron microscope. The lower contact angle value 64.2° was exhibited, when 1.5 wt% of
XA incorporated in PES membrane and this ensures that increase of hydrophilicity in pristine PES
membrane. Further, higher water permeability (PWP) of 68.9 9 m/s kPa was observed for 1.5 wt% of XA/
PES membrane. The effect of pH on HA removal was studied for neat PES and XA/PES membranes. The
rejection performance of XA incorporated in PES membranes were compared with commercial available
PES membrane.

& 2015 Elsevier Inc. All rights reserved.

1. Introduction

Surface water is being intensively polluted by various industrial
activities, modern agricultural practices, and a natural accumula-
tion of dead leaves, fish and bird faeces, and anthropogenic ac-
tivities. Moreover, dead leaves degradation and in situ anaerobic
digestion of algal or microbial biomass generate humic substances
in the surface water streams. Humic acid (HA) is an organic matter.
Presence of HA in surface water, can cause the following adverse
effects. There are, (a) Impart unpleasant the odour, (b) Changes the
colour, (c) Absorbs the metals and (d) Increase the microbial po-
pulation (Kilduff et al., 1996; Chen et al., 2003; Thurman, 1985).
Hence, HA has to be properly treated to provide the portable water
to the Public. It is difficult to treat by the conventional water
treatment methods. Because, during the conventional water
treatment process like coagulation and clarification, it may react
with coagulants, forms by-products and hinders the treatment
process. Moreover, during the disinfection process, phenolic hy-
droxyl groups of HA reacts with chlorine and forms trihalo-
methanes (THMs) as disinfection by-product (Krasner et al., 2006;
Zularisam et al., 2006).
Membrane treatment are widely recognized alternative water

treatment process to conventional treatment methods for removal

the pollutants and meet the stringent environmental regulations
(Katsoufidou et al., 2005; Susanto and Ulbricht, 2008; Shao et al.,
2011; You et al., 2013). The selection of suitable membrane ma-
terials for removal the pollutants with desired properties is im-
portant task. Polyethersulfone (PES) is widely used membrane
materials because it has good mechanical strength, high thermal
stability, better chemical resistance and film-forming property.
However, the major bottleneck of usage of PES is hydrophobic
property. Hydrophobic surfaces are more prone to fouling (Wang
et al., 2011; Wang et al., 2006; Rahimpour et al., 2010; Rahimpour,
et al., 2012). Fouling hinders productivity, affects permeation of
ions, transport of pollutants and also the lifetime of the mem-
brane. Hydrophobic polymeric membranes have been modified by
using additives to enhance permeability and increase their hy-
drophilicity to prevent the fouling. The work reported the influ-
ence of hydrophilic polymeric additives such as Polyethylene gly-
col (PEG) (Xu et al., 1999b), Polyvinylpyrrolidone (PVP) (Xu et al.,
1999a; Marchese et al., 2003) and poly sulfoxide amide (Ra-
himpour et al., 2009) that increase the hydrophilic property of the
modified membrane. Hydrophilic biopolymers are also a potential
material for modification of hydrophobic polymers. There had also
been reports on novel membranes synthesised by blending cel-
lulose acetate (CA) with hydrophilic biopolymer carboxymethyl
cellulose acetate (CMC) which shows enhanced hydrophilic char-
acteristics and higher pure water flux (PWF) (Han et al., 2013).
Lakra et al. (2013) reported Chitosan blend membranes such as
PES and PES/CA with improved flux and without compromising
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Abstract

Sulfonated polyethersulfone (SPES), polyaniline (PANI), and Cloisite 15 A®

were used as modifiers for the fabrication of Mindel composite polymer

electrolyte membranes (PEMs). Pristine Mindel and Mindel composite

PEMs were fabricated by the solution intercalation technique. The presence

of modifiers in the Mindel membrane matrix was confirmed by Fourier

transform infrared (FTIR) studies. The primary characteristics of pristine

Mindel and Mindel PEMs such as water uptake, methanol uptake, proton

conductivity ion-exchange capacity (IEC), and chemical and mechanical sta-

bility were evaluated. The pore size of Mindel/SPES/Cloisite 15 composite

PEM was increased owing to the addition of SPES and Cloisite 15. The

higher proton conductivity of 4.323 × 10−4 S cm−1, enhanced IEC of

0.482 mequiv. g−1, and maximum water uptake (%) of 38.12 were noted for

Mindel/SPES/Cloisite membrane. Membrane selectivity of all Mindel PEMs

was enhanced by the addition of modifiers. The results of this study indi-

cate that Mindel composite membranes could be utilized as PEMs for

direct methanol fuel cell (DMFC).
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1 | INTRODUCTION

In the recent past, development of polymer electrolyte
membranes (PEMs) for direct methanol fuel cells
(DMFCs) has received substantial consideration owing
to their low cost, high energy density, and easy han-
dling.1,2 In general, perfluorinated ionomers (PFIs) such
as Nafion and Nafion-like polymers were widely used as
solid polymer electrolyte materials in DMFC. However,
usage of existing PFI membranes was limited owing to

very high cost, operation temperature that is restricted
to 70–80�C, and high methanol crossover.3 In recent
decades, researchers devoted their attention to the devel-
opment of low-cost, high-performance PEMs for fuel cell
applications.3–7 Sulfonated polyethersulfone (SPES),4,5

sulfonated poly(ether ether ketone) (SPEEK),6–9

sulfonated polysulfone,3,10,11 sulfonated poly(aryl ether
ether ketone ketone)s,12 sulfonated poly(ether ketone
ketone),13 and so on have been utilized for the prepara-
tion of PEMs owing to their outstanding mechanical
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Abstract

In this study, an attempt was made to pretreat seawater using polyethersulfone

(PES) mixed matrix membranes (MMMs) incorporated with titania-based

binary metal oxides. Two different titania-based binary metal oxides were pre-

pared, namely titania-zirconia (TiZr) and titania-zinc oxide (TiZn). The influ-

ence of hydrophilic and negatively charged sulfonated poly(ether ether ketone)

(SPEEK) polymer as additive of PES MMMs was also studied. Morphological

and elemental analysis revealed that both ZrO2 and ZnO were well dispersed

in the as-prepared binary metal oxide TiZr and TiZn, respectively..
Thermogravimetry analysis indicated the good compatibility of TiZr and TiZn

with the SPEEK/PES polymer. The binary metal oxide incorporated SPEEK/

PES MMMs exhibited improved hydrophilic properties with a low water con-

tact angle of 57� ± (0.6). SPEEK/PES MMMs incorporated with 0.5 wt% TiZr

exhibited the highest permeability of 3.11 × 10−7 ± (0.2) m/s�kPa. Seawater
pretreatment performance of membranes evaluated using natural organic mat-

ters containing high salinity feed water. TiZr and TiZn incorporated SPEEK/

PES MMMs exhibited 95% rejection for humic acid. SPEEK/PES MMMs loaded

with 0.5 wt% TiZr also showed the highest water flux and 87% water recovery

within 90 min of seawater filtration. Both PES/SPEEK/TiZr and PES/SPEEK/

TiZn MMMs exhibited superior antibacterial activity.
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1 | INTRODUCTION

Seawater reverse osmosis (SWRO) is a reliable and sus-
tainable desalination technology to produce high-quality
potable water. However, the performance of RO mem-
branes is hindered during longer operation duration by
the attachment of various foulants such as natural
organic matter (NOM), extracellular polymer substances,
and inorganic salts and microbes.1 Fouling causes

reduction in water permeability and salt retention capa-
bility of the membrane. Biofouling is also associated with
high-energy consumption and shortened membrane shelf
life.2 To reduce the fouling tendency of RO membrane,
seawater is preferably pretreated via conventional unit
operations such as coagulation, sedimentation and floc-
culation. However, such conventional pretreatment tech-
niques do not produce quality influent that can be
treated with RO process to produce satisfactory
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Abstract.  Membrane Fouling was considered as major drawback in various industrial applications. Thus, 
this paper reviews the surface modification of polyethersulfone (PES) membranes for antifouling 
performance. Various modification techniques clearly indicate that hydrophilicity has to improve on the PES 
membrane surface. Moreover, the mechanism of fouling reduction with corresponds to various modification 
methods is widely discussed. Incorporation of hydrophilic functional groups on PES membrane surface 
enhances the surface free energy thereby which reduces the fouling. Characterization techniques adopted for 
the surface modified membranes was also discussed. These studies might be useful for the other researchers 
to utilize the modification technique for the applications of waste water treatment, chemical process industry 
and food industry. 
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1.�Introduction�
 

Membrane technology is a novel separation technique. In recent days lot of research is going on 
to develop new polymeric synthetic membranes. Based on very specific properties, originating 
from structural factors and the final application of the membrane, the membrane material has to be 
chosen. Normally, organic or inorganic polymer materials are used for fabrication of ultrafiltration 
membranes. Commonly, PES is used as a membrane material for various industrial applications as 
given below. 

 

 Dairy industry for protein separation and whey protein recovery 
 Pharmaceuticals 
 Beverage filtration and concentration 
 Haemodialysis 
 wastewater treatment (Maximous et al. 2010) 
 Gas separation 
 Bacteria and particulate removal (Yadav 2009) 
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ABSTRACT 
 

Biofouling is defined as adherence and undesired growth of 
microorganisms on membrane surfaces, and it can result in loss of 
productivity, increase in transmembrane pressure (TMP) and reduction in 
lifespan. It is the most persistent challenging issue for membrane 
development and applications. In this book chapter, the mechanism of 
biofilm formation is discussed along with the factors influencing the 
attachment and consequent growth of microorganisms on the surface of 
the membrane. The common biofouling mitigation methods such as feed 
pre-treatment, membrane cleaning and membrane modification for 
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